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YANGZHOU TENGLONG ART CRAFT CO., LTD. 

RM 407, NO 21 BUILDING, NO 958 YANGZIJIANG NORTH ROAD, YANGZHOU, JIANGSU, CHINA 

 
The following samples were submitted and identified by/on behalf of the client as:  
 

Sample Description : PLUSH TOYS 

Sample Quantity : 3 PCS 

Buyer : KAT’S COCKS 

Supplier : YANGZHOU TENGLONG ART CRAFT CO., LTD. 

Manufacturer : YANGZHOU TENGLONG ART CRAFT CO., LTD. 

Country of Origin : CHINA 

Country of Destination : USA 

Labeled Age Grading : NOT STATED 

Requested Age Grading : 0+ YEARS 

Age Group Assessed As Per Age 
Guideline 

: ALL AGES 

Age Group Applied in Testing : ALL AGES 

Sample Receiving Date : NOV. 05, 2018 

Testing Period : NOV. 05, 2018 TO NOV. 12, 2018 
 
Test Requested Result 

ASTM F963-17 Standard Consumer Safety Specification for Toy Safety (excluding 
clause 5.2 & 7.1) 

Pass 

 
************ FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ************ 

 
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This document 
cannot be used for publicity, without prior written approval of the SGS. 
 
Signed for and on behalf of  

SGS Standards Technical Services (Changzhou) Co., Ltd. Hardlines 

 
 
Berix Li 

Authorized Signatory 
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Result: 
 

ASTM F963-17 STANDARD CONSUMER SAFETY SPECIFICATION FOR TOY SAFETY 
 
AS SPECIFIED IN ASTM F963-17 STANDARD CONSUMER SAFETY SPECIFICATION ON TOYS SAFETY 
 
Clauses relevant to the item: 
 

Clause Description Result 

4 Safety Requirements  

4.1 Material Quality ** Pass 

4.2 Flammability Test Pass (See Detail of 
test result) 

4.3 Toxicology  

4.3.5 Heavy Elements  

 4.3.5.1 Heavy Elements in Paint/Similar Surface Coating Materials Pass (See Detail of 
test result) 

 4.3.5.2 Heavy Metal in Substrate Materials Pass (See Detail of 
test result) 

4.3.7 Stuffing Materials Pass 

4.6.1 Small Objects Pass 

4.7 Accessible Edges Pass 

4.9 Accessible Points Pass 

4.27 Stuffed and Beanbag-Type Toys Pass 

5 Safety Labeling Requirements  

5.2 Age Grading Labeling See Remark 

 (Remark: The product or package should indicate the minimum age for 
intended use.) 

 

7 Producer’s Markings  

7.1 Producer’s Markings See Remark 

 (Remark: It is drawn to your attention that either a principal component of a 
toy or the package of a toy shall be marked with the name and address of 
the producer or the distributor.) 

 

8.5 Normal Use Testing Pass 

8.7 Impact Test Pass 

8.8 Torque Test Pass 

8.9 Tension Test Pass 
 
** Visual Examination 
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Detail of test result: 
 
ASTM F963-17, Clause 4.2 – Flammability Test 
Flammability Test on Solid 
 
Sample Burning Rate (inch/sec) 
PLUSH TOYS 0.025 
 
Requirement: A toy / component is considered a “flammable solid” if it ignites and burns with a self-sustaining 

flame at a rate greater than 0.10 in/sec along its major axis. 
 
 
American Society for Testing and Materials –ASTM F 963-17 – soluble Heavy Metal for paint and similar 
surface-coating materials/ Substrate Materials 
 
 Test Method : With reference to ASTM F 963-17 (Clause 8.3), analysis was performed by ICP-OES. 
 
 Test Item(s) Limit Unit MDL 001 002 003 

Soluble Lead (Pb) 90 mg/kg 5 ND ND ND 
Soluble Antimony (Sb) 60 mg/kg 5 ND ND ND 
Soluble Arsenic (As) 25 mg/kg 2.5 ND ND ND 
Soluble Barium (Ba) 1000 mg/kg 10 ND ND ND 
Soluble Cadmium (Cd) 75 mg/kg 5 ND ND ND 
Soluble Chromium (Cr) 60 mg/kg 5 ND ND ND 
Soluble Mercury (Hg) 60 mg/kg 5 ND ND ND 
Soluble Selenium (Se) 500 mg/kg 10 ND ND ND 
 
 
 Test Item(s) Limit Unit MDL 004 005 

Soluble Lead (Pb) 90 mg/kg 5 ND ND 
Soluble Antimony (Sb) 60 mg/kg 5 ND ND 
Soluble Arsenic (As) 25 mg/kg 2.5 ND ND 
Soluble Barium (Ba) 1000 mg/kg 10 ND ND 
Soluble Cadmium (Cd) 75 mg/kg 5 ND ND 
Soluble Chromium (Cr) 60 mg/kg 5 ND ND 
Soluble Mercury (Hg) 60 mg/kg 5 ND ND 
Soluble Selenium (Se) 500 mg/kg 10 ND ND 
 
 Notes : 
 (1) Results shown are of the adjusted analytical results 
 (2) Mass of trace amount of sample 004 is 18.6 mg. 
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Test Part Description : 
 
Specimen No. SGS Sample ID Description 
 SN1 CZX18-004458.001 Black plush with white sewing thread(Body) 
 SN2 CZX18-004458.002 Black fleece(Nose) 
 SN3 CZX18-004458.003 Transparent plastic eye part 
 SN4 CZX18-004458.004 Colourful printing(On label) 
 SN5 CZX18-004458.005 White fabric without coating(Label) 
 
 Remarks : 
                  (1) 1 mg/kg = 0.0001% 
                  (2) MDL = Method Detection Limit 
                  (3) ND = Not Detected ( < MDL ) 
                  (4) "-" = Not Regulated 
 
N.B. :  -     Only applicable clauses were shown. 
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Sample Photo: 

 
 

 
 

 
 

SGS authenticate the photo on original report only 

 
 

*** End of Report *** 


